
Nr. Standard reference English title

1 EN ISO 179-1:2023
Plastics - Determination of Charpy impact properties - Part 

1: Non-instrumented impact test (ISO 179-1:2023)

2 EN ISO 180:2023
Plastics - Determination of Izod impact strength (ISO 

180:2023)
3 EN 197-6:2023 Cement - Part 6: Cement with recycled building materials

4 EN 927-5:2023

Paints and varnishes - Coating materials and coating 

systems for exterior wood - Part 5: Assessment of the 

liquid water permeability

5 EN ISO 1247-1:2023
Aluminium pigments for paints - Part 1: General 

aluminium pigments (ISO 1247-1:2021)

6 EN ISO 1247-2:2023
Aluminium pigments for paints - Part 2: Vacuum 

metallized aluminium pigments (ISO 1247-2:2021)

7 EN 1396:2023
Aluminium and aluminium alloys - Coil coated sheet and 

strip for general applications - Specifications

8 EN 1466:2023
Child care articles - Carry cots and stands for domestic use 

- Safety requirements and test methods

9 EN 1860-2:2023

Appliances, solid fuels and firelighters for barbecuing - 

Part 2: Barbecue charcoal and barbecue charcoal 

briquettes - Requirements and test methods

10 EN 1860-3:2023

Appliances, solid fuels and firelighters for barbecuing - 

Part 3: Firelighters for igniting solid fuels for use in 

barbecues and grill applications - Requirements and test 

11 EN 1860-4:2023

Appliances, solid fuels and firelighters for barbecuing - 

Part 4: Single use barbecues burning solid fuels - 

Requirements and test methods

12 EN ISO 3262-2:2023
Extenders for paints - Specifications and methods of test - 

Part 2: Baryte (natural barium sulfate) (ISO 3262-2:2023)

13 EN ISO 3262-3:2023
Extenders - Specifications and methods of test - Part 3: 

Blanc fixe (ISO 3262-3:2023)

14 EN ISO 3262-4:2023
Extenders - Specifications and methods of test - Part 4: 

Whiting (ISO 3262-4:2022)

15 EN ISO 3262-5:2023
Extenders - Specifications and methods of test - Part 5: 

Natural crystalline calcium carbonate (ISO 3262-5:2023)

16 EN ISO 3262-8:2023
Extenders - Specifications and methods of test - Part 8: 

Natural clay (ISO 3262-8:2023)

17 EN ISO 3262-13:2023
Extenders - Specifications and methods of test - Part 13: 

Natural quartz (ground) (ISO 3262-13:2023)

18 EN ISO 3262-15:2023
Extenders - Specifications and methods of test - Part 15: 

Vitreous silica (ISO 3262-15:2023)

19 EN ISO 3262-16:2023
Extenders - Specifications and methods of test - Part 16: 

Aluminium hydroxides (ISO 3262-16:2023)

20 EN ISO 3262-21:2023
Extenders - Specifications and methods of test - Part 21: 

Silica sand (unground natural quartz) (ISO 3262-21:2023)

21 EN ISO 3995:2023

Metallic powders - Determination of green strength by 

transverse rupture of rectangular compacts (ISO 

3995:2023)

22 EN ISO 4624:2023
Paints and varnishes - Pull-off test for adhesion (ISO 

4624:2023)



23 EN ISO 5842:2023

Powder metallurgy - Hot isostatic pressing - Argon 

detection using gas chromatography and mass 

spectrometry techniques (ISO 5842:2022)

24 EN ISO 6076:2023

Adhesives - Installation of floor coverings, wood flooring, 

levelling compounds and tiles - Specification of trowel 

notch sizes (ISO 6076:2023)

25 EN ISO 6603-2:2023

Plastics - Determination of puncture impact behaviour of 

rigid plastics - Part 2: Instrumented impact testing (ISO 

6603-2:2023)

26 EN ISO 9073-1:2023
Nowovens - Test methods - Part 1: Determination of mass 

per unit area (ISO 9073-1:2023)

27 EN ISO 9073-3:2023

Nonwovens - Test methods - Part 3: Determination of 

tensile strength and elongation at break using the strip 

method (ISO 9073-3:2023)

28 EN ISO 9073-13:2023
Nonwovens - Test methods - Part 13: Repeated liquid 

strike-through time (simulated urine) (ISO 9073-13:2023)

29 EN ISO 9073-14:2023
Nonwovens - Test methods - Part 14: Coverstock wetback 

(simulated urine) (ISO 9073-14:2023)

30 EN 10244-2:2023
Steel wire and wire products - Non-ferrous metallic 

coatings on steel wire - Part 2: Zinc or zinc alloy coatings

31 CEN/TR 10377:2023

Guidelines for the preparation of standard routine 

methods with wavelength-dispersive X-ray fluorescence 

spectrometry

32 CEN ISO/TS 11137-4:2023
Sterilization of health care products - Radiation - Part 4: 

Guidance on process control (ISO/TS 11137-4:2020)

33 EN ISO 11239:2023

Health informatics - Identification of medicinal products - 

Data elements and structures for the unique identification 

and exchange of regulated information on pharmaceutical 

dose forms, units of presentation, routes of 

administration and packaging (ISO 11239:2023)

34 EN 12309-1:2023

Gas-fired sorption appliances for heating and/or cooling 

with a net heat input not exceeding 70 kW - Part 1: Terms 

and definitions

35 EN 12354-5:2023

Building acoustics - Estimation of acoustic performance of 

buildings from the performance of elements - Part 5: 

Sounds levels due to the service equipment

36 EN 12449:2023
Copper and copper alloys - Seamless, round tubes for 

general purposes

37 EN 12946:2023
Liming materials - Determination of the calcium content 

and magnesium content - Complexometric method

38 EN ISO 13004:2023

Sterilization of health care products - Radiation - 

Substantiation of selected sterilization dose: Method 

VDmaxSD (ISO 13004:2022)

39 EN ISO 13920:2023

Welding - General tolerances for welded constructions - 

Dimensions for lengths and angles - Shape and position 

(ISO 13920:2023)

40 EN ISO 13997:2023

Protective clothing - Mechanical properties - 

Determination of resistance to cutting by sharp objects 

(ISO 13997:2023)



41 CEN/TS 14632:2023

Plastics piping systems for drainage, sewerage and water 

supply, pressure and non-pressure - Glass-reinforced 

thermosetting plastics (GRP) based on unsaturated 

polyester resin (UP) - Guidance for the assessment of 

conformity

42 EN 14664:2023
Chemicals used for treatment of water intended for 

human consumption - Iron (III) sulfate, solid

43 EN 14870-1:2023

Petroleum and natural gas industries - Induction bends, 

fittings and flanges for pipeline transportation systems - 

Part 1: Induction bends (ISO 15590-1:2018, modified)

44 EN 14870-4:2023

Petroleum and natural gas industries - Induction bends, 

fittings and flanges for pipeline transportation systems - 

Part 4: Factory cold bends (ISO 15590-4:2019, modified)

45 EN 15016-4:2023
Railway applications - Technical documents - Part 4: Data 

exchange

46 EN 15085-1:2023
Railway applications - Welding of railway vehicles and 

components - Part 1: General

47
EN 15654-

1:2018+A1:2023

Railway applications - Measurement of vertical forces on 

wheels and wheelsets - Part 1: On-track measurement 

sites for vehicles in service

48 EN 15691:2023

Ethanol as a blending component for petrol - 

Determination of dry residue (involatile material) - 

Gravimetric method
49 EN ISO 15854:2023 Dentistry - Casting and baseplate waxes (ISO 15854:2023)

50 EN 16194:2023

Mobile non-sewer-connected toilet cabins - Requirements 

of services and products relating to the deployment of 

cabins and sanitary products

51 EN 16440-2:2023

Testing methodologies for refrigerating devices for 

insulated means of transport - Part 2: Eutectic cooling 

devices

52 EN 16602-60:2023
Space product assurance - Electrical, electronic and 

electromechanical (EEE) components

53 EN 16602-60-13:2023
Space product assurance - Commercial electrical, 

electronic and electromechanical (EEE) components

54 EN 16602-70-40:2023

Space product assurance - Processing and quality 

assurance requirements for hard brazing of metallic 

materials for flight hardware

55 EN 16863:2023
Thermal insulation products for buildings - Factory made 

reflective insulation (RI) products - Specification
56 EN 17558:2023 Ergonomics - Ergonomics of PPE ensembles

57 CEN/TS 17697:2023

Animal feeding stuffs - Methods of sampling and analysis - 

PFGE typing of Lactobacilli, Pediococci, Enterococci and 

Bacilli in animal feeds

58 EN 17820:2023
Conservation of Cultural Heritage - Specifications for the 

management of moveable cultural heritage collections

59 EN 17832:2023

Thermal spraying - Determination of the feed rate with 

spray material in powder form in a production 

environment

60 EN 17867:2023
Petrol fuel for small internal combustion engines - 

Requirements and test methods



61 EN 17870:2023
Intelligent transport systems - eSafety - eCall additional 

data concept for equipment limitations

62 CWA 17933:2023

Digital health innovations - Good practice guide for 

obtaining consent for the use of personal health 

information for research and innovations

63 CEN/TR 17965:2023

Construction products: Assessment of release of 

dangerous substances - Guidance for a broader 

application of the CEN/TC 351 reference room

64 CWA 17995:2023
Digital Sovereignty - European perspectives, general 

approach, and implications on standardisation

65 CWA 18002:2023
Best practices for hybridization and injection moulding of 

rigid control units on in-mould flexible devices

66 CWA 18006:2023

eXtended Reality for Learning and Performance 

Augmentation - Methodology, techniques, and data 

formats

67 EN ISO 18134-3:2023
Solid biofuels - Determination of moisture content - Part 

3: Moisture in general analysis sample (ISO 18134-3:2023)

68 EN ISO 18218-1:2023
Leather - Determination of ethoxylated alkylphenols 

(APEO) - Part 1: Direct method (ISO 18218-1:2023)

69 EN ISO 19979:2023

Ophthalmic optics - Contact lenses - Hygienic 

management of multipatient use trial contact lenses (ISO 

19979:2018)

70 CEN ISO/TR 20736:2023

Sludge recovery, recycling, treatment and disposal - 

Guidance on thermal treatment of sludge (ISO/TR 

20736:2021)

71 EN ISO 20785-3:2023

Dosimetry for exposures to cosmic radiation in civilian 

aircraft - Part 3: Measurements at aviation altitudes (ISO 

20785-3:2023)

72 EN ISO 22097:2023

Thermal insulation for buildings - Reflective insulation 

products - Determination of thermal performance (ISO 

22097:2023)

73 EN ISO/IEC 22989:2023

Information technology - Artificial intelligence - Artificial 

intelligence concepts and terminology (ISO/IEC 

22989:2022)

74 EN ISO/IEC 23053:2023
Framework for Artificial Intelligence (AI) Systems Using 

Machine Learning (ML) (ISO/IEC 23053:2022)

75 EN ISO 23298:2023
Dentistry - Test methods for machining accuracy of 

computer-aided milling machines (ISO 23298:2023)

76 EN ISO 23702-1:2023

Leather - Per- and polyfluoroalkyl substances - Part 1: 

Determination of non-volatile compounds by extraction 

method using liquid chromatography (ISO 23702-1:2023)

77 EN ISO 27971:2023

Cereals and cereal products - Common wheat (Triticum 

aestivum L.) - Determination of alveograph properties of 

dough at constant hydration from commercial or test 

flours and test milling methodology (ISO 27971:2023)

78 CEN ISO/TS 37444:2023
Electronic fee collection - Charging performance 

framework (ISO 37444:2023)

79
CEN ISO/ASTM TR 

52905:2023

Additive manufacturing of metals - Non-destructive 

testing and evaluation - Defect detection in parts 

(ISO/ASTM TR 52905:2023)


