
Nr. Standard reference English title

1 EN 81-82:2025

Safety rules for the construction and installation of lifts - Existing 

lifts - Part 82: Rules for the improvement of the accessibility of 

existing lifts for persons including persons with disability

2 EN 81-83:2025

Safety rules for the construction and installation of lifts - Existing 

lifts - Part 83: Rules for the improvement of the resistance against 

vandalism
3 EN 196-2:2025 Methods of testing cement - Part 2: Chemical analysis of cement

4 EN 325:2025 Wood-based panels - Determination of dimensions of test pieces

5 EN 1175:2025 Safety of industrial trucks - Electrical/electronic requirements

6 EN 1761:2025
Rubber hoses and hose assemblies for fuel truck delivery - 

Specification

7 EN 1995-1-1:2025
Eurocode 5 - Design of timber structures - Part 1-1: General rules 

and rules for buildings

8 EN ISO 2081:2025

Metallic and other inorganic coatings - Electroplated coatings on 

iron and steel using zinc treated with solutions containing 

chromium (VI) (ISO 2081:2025)

9 EN 2450:2025
Aerospace series - Steel 31NiMoCr10-5-3 - 1 230 MPa ≤ Rm ≤ 1 

420 MPa - Bars - De ≤ 40 mm

10 EN 2451:2025
Aerospace series - Steel 31NiMoCr10-5-3 - 1 230 MPa ≤ Rm ≤ 1 

420 MPa - Forgings - De ≤ 40 mm

11 EN 2480:2025
Aerospace series - Steel 36NiCrMo16 (1.6773) - 1 250 MPa ≤ Rm ≤ 

1 400 MPa - Bars - De ≤ 75 mm

12 EN 3162:2025

Aerospace series - Steel X5CrNiCu17-4 (1.4542) - Air melted - 

Solution treated and precipitation treated - Sheets and strips - a ≤ 

6 mm - Rm ≥ 930 MPa

13 EN 3163:2025
Aerospace series - Steel X5CrNiCu17-4 (1.4542) - Air melted - 

Softened - Forging stock - a or D ≤ 300 mm

14 EN ISO 3169:2025

Fine ceramics (advanced ceramics, advanced technical ceramics) - 

Methods for chemical analysis of impurities in aluminium oxide 

powders using inductively coupled plasma-optical emission 

spectrometry (ISO 3169:2023)

15 EN ISO 3377-2:2025
Leather - Physical and mechanical tests - Part 2: Determination of 

double edge tear load (ISO 3377-2:2025)

16 EN ISO 3506-7:2025

Fasteners - Mechanical properties of corrosion-resistant stainless 

steel fasteners - Part 7: Flat washers with specified grades and 

property classes (ISO 3506-7:2024)

17 EN ISO 3991:2025
Agricultural machinery - Robotic feed systems - Safety (ISO 

3991:2025)

18 EN ISO 4254-20:2025
Agricultural machinery - Safety - Part 20: Grape, olives and coffee 

harvesters (ISO 4254-20:2025)
19 EN 4287:2025 Aerospace series - Aluminium alloy AL-P7010 - Forging stock

20 EN ISO 5403-1:2025

Leather - Determination of water resistance of flexible leather - 

Part 1: Repeated linear compression (penetrometer) (ISO 5403-

1:2025)

21 EN ISO 5674:2025

Tractors and machinery for agriculture and forestry - Guards for 

power take-off (PTO) drive-shafts - Strength and wear tests and 

acceptance criteria (ISO 5674:2024)

22 EN ISO 6683:2025

Earth-moving machinery - Seat-belt assemblies and seat-belt 

anchorages - Performance requirements and tests (ISO 

6683:2025)



23 EN ISO 6876:2025 Dentistry - Endodontic sealing material (ISO 6876:2025)

24 EN 9242:2025
Aerospace series - Programme management - Guide for 

establishing and implementing a development plan

25
EN ISO 11126-

10:2025

Preparation of steel substrates before application of paints and 

related products - Specifications for non-metallic blast-cleaning 

abrasives - Part 10: Almandite garnet (ISO 11126-10:2025)

26 EN ISO 11641:2025
Leather - Tests for colour fastness - Colour fastness to 

perspiration (ISO 11641:2025)

27 EN ISO 11970:2025

Specification and qualification of welding procedures for 

production welding of steel and nickel-base castings (ISO 

11970:2025)

28 EN ISO 11997-2:2025

Paints and varnishes - Determination of resistance to cyclic 

corrosion conditions - Part 2: Wet (salt fog)/dry/humid/UV light 

(ISO 11997-2:2025)

29 EN 12272-1:2025
Surface dressing - Test methods - Part 1: Rate of spread and 

accuracy of spread of binder and chippings

30 EN 12272-3:2025
Surface dressing - Test methods - Part 3: Determination of binder 

aggregate adhesivity by the Vialit plate shock test method
31 EN 12469-1:2025 Biological safety cabinets - Part 1: Classes and basic requirements

32 EN 12469-2:2025 Biological safety cabinets - Part 2: BSC class II

33 EN 12469-5:2025
Biological safety cabinets - Part 5: Installation, commissioning and 

routine testing

34 EN 12480:2025 Gas meters - Rotary displacement gas meters

35 EN 12680-1:2025
Founding - Ultrasonic testing - Part 1: Steel castings for general 

purposes

36 EN 12680-2:2025
Founding - Ultrasonic testing - Part 2: Steel castings for highly 

stressed components

37 EN 12680-3:2025
Founding - Ultrasonic testing - Part 3: Spheroidal graphite cast 

iron castings

38
EN ISO/IEC 

12792:2025

Information technology - Artificial intelligence (AI) - Transparency 

taxonomy of AI systems (ISO/IEC 12792:2025)
39 EN 12953-1:2025 Shell boilers - Part 1: General

40 EN 12953-2:2025
Shell boilers - Part 2: Materials for pressure parts of boilers and 

accessories

41 EN 13079:2025
Devices to prevent pollution by backflow of potable water - Air 

gap with injector - Family A - Type D

42 EN 13084-6:2025
Free-standing chimneys - Part 6: Steel liners - Design and 

execution

43 EN 13123-1:2025
Windows, doors, shutters and curtain walling - Explosion 

resistance - Requirements and classification - Part 1: Shock tube

44 EN 13123-2:2025
Windows, doors, shutters and curtain walling - Explosion 

resistance - Requirements and classification - Part 2: Arena test

45 EN 13124-1:2025
Windows, doors, shutters and curtain walling - Explosion 

resistance - Test method - Part 1: Shock tube

46 EN 13124-2:2025
Windows, doors, shutters and curtain walling - Explosion 

resistance - Test method - Part 2: Arena test

47 EN 13288:2025
Food processing machinery - Bowl lifting and tilting machines - 

Safety and hygiene requirements

48 EN 13318:2025 Screed material and floor screeds - Vocabulary

49 CEN/TS 13387-1:2025
Child care articles - General safety guidelines - Part 1: Safety 

philosophy and safety assessment



50 CEN/TS 13387-2:2025
Child care articles - General safety guidelines - Part 2: Chemical 

hazards

51 CEN/TS 13387-3:2025
Child care articles - General safety guidelines - Part 3: Mechanical 

hazards

52 CEN/TS 13387-4:2025
Child care articles - General safety guidelines - Part 4: Thermal 

hazards

53 CEN/TS 13387-5:2025
Child care articles - General safety guidelines - Part 5: Product 

information

54
EN 13445-

3:2021/A1:2025
Unfired pressure vessels - Part 3: Design

55 EN 14056-1:2025
Laboratory furniture - Recommendations for design and 

installation - Part 1: General

56 EN ISO 14419:2025
Textiles - Oil repellency - Hydrocarbon resistance test (ISO 

14419:2025)

57 EN ISO 14627:2025

Fine ceramics (advanced ceramics, advanced technical ceramics) - 

Test method for fracture resistance of silicon nitride materials for 

rolling bearing balls at room temperature by indentation fracture 

(IF) method (ISO 14627:2012)

58 EN ISO 15015:2025

Plastics - Extruded sheets of impact-modified acrylonitrile-styrene 

copolymers (ABS, AEPDS and ASA) - Requirements and test 

methods (ISO 15015:2025)

59 EN 15051-1:2025
Workplace exposure - Measurement of the dustiness of bulk 

materials - Part 1: Requirements and choice of test methods

60 EN 15051-3:2025
Workplace exposure - Measurement of the dustiness of bulk 

materials - Part 3: Continuous drop method
61 EN 15221-8:2025 Facility Management - Part 8: Principles and processes

62
EN ISO 15223-

1:2021/A1:2025

Medical devices - Symbols to be used with information to be 

supplied by the manufacturer - Part 1: General requirements - 

Amendment 1: Addition of defined term for authorized 

representative and modified EC REP symbol to not be country or 

region specific (ISO 15223 1:2021/Amd 1:2025)

63 EN ISO 15614-9:2025

Specification and qualification of welding procedures for metallic 

materials - Welding procedure test - Part 9: Underwater 

hyperbaric wet welding (ISO 15614-9:2025)

64
EN ISO 15614-

11:2025

Specification and qualification of welding procedures for metallic 

materials - Welding procedure test - Part 11: Electron and laser 

beam welding (ISO 15614-11:2025)
65 EN 15628:2025 Maintenance - Qualification of maintenance personnel

66 EN 16186-7:2025
Railway applications - Driver's cab - Part 7: Design of displays for 

tram vehicles

67 EN ISO 16484-6:2025
Building automation and control systems (BACS) - Part 6: Data 

communication conformance testing (ISO 16484-6:2024)

68 EN 16663:2025

Biological durability of wood and wood-based products - 

Determination of emissions from preservative treated wood to 

the environment - Wooden commodities exposed in Use Class 3 

(Not covered, not in contact with the ground) - Semi-field method

69 EN ISO 17138:2025

Fine ceramics (advanced ceramics, advanced technical ceramics) - 

Mechanical properties of ceramic composites at room 

temperature - Determination of flexural strength (ISO 

17138:2025)



70 EN ISO 17162:2025

Fine ceramics (advanced ceramics, advanced technical ceramics) - 

Mechanical properties of monolithic ceramics at room 

temperature - Determination of compressive strength (ISO 

17162:2014)

71 EN 17199-5:2025

Workplace exposure - Measurement of dustiness of bulk 

materials that contain or release respirable NOAA or other 

respirable particles - Part 5: Vortex shaker method
72 EN 17242:2025 Recirculatory Filtration Fume Cabinets

73
EN 

17272:2020+A1:2025

Chemical disinfectants and antiseptics - Methods of airborne 

room disinfection by automated process - Determination of 

bactericidal, mycobactericidal, sporicidal, fungicidal, yeasticidal, 

virucidal and phagocidal activities

74 EN ISO 17601:2025

Soil quality - Estimation of abundance of selected microbial gene 

sequences by quantitative polymerase chain reaction (qPCR) from 

DNA directly extracted from soil (ISO 17601:2025)

75 EN 17625:2025
Rooftop units - Testing and rating at standard rating conditions 

and part load conditions for calculation of seasonal performance

76 EN 17657:2025
Equipments for slaughterhouses - Slaughtering traps for bovine 

animals - Safety and cleaning requirements

77 EN 18035:2025
Prestressing steels - Waxed and sheathed strands for construction 

applications
78 EN 18050:2025 User information requirements for vaping products

79 CEN/TS 18063:2025
Explosives for civil uses - Assessment of on-site mixed explosives 

and associated manufacturing units

80 EN 18071:2025 Inland navigation vessels - Methanol bunkering

81 EN 18124:2025 Road marking materials - Temporary road markings

82 EN 18144:2025
Online gambling - Markers of harm in support of identification 

and prevention of risky and problem gambling behaviour 
83 CEN/TR 18217:2025 Safety of toys - Migration of certain elements from polymers

84 EN ISO 18249:2025

Non-destructive testing - Acoustic emission testing - Specific 

methodology and general evaluation criteria for testing of fibre-

reinforced polymers (ISO 18249:2015)
85 CWA 18277:2025 Procedures for assessment of biosecurity in Farm to Fork chain

86 CWA 18303:2025

Robotic construction system for shotcrete digitization and 

automation through advanced perception, cognition, mobility 

and additive manufacturing skills

87 CWA 18304:2025
Guidelines to establish the carbon bill of the refurbishment of 

buildings

88 CWA 18305:2025
Challenge test for analysing presence of contaminants before / 

after samples decontamination

89 EN ISO 18777-2:2025
Transportable liquid oxygen systems for medical use - Part 2: 

Particular requirements for portable units  (ISO 18777-2:2025)

90 EN ISO 19630:2025

Fine ceramics (advanced ceramics, advanced technical ceramics) - 

Methods of test for reinforcements - Determination of tensile 

properties of filaments at ambient temperature (ISO 19630:2025)

91
EN ISO/IEC 19896-

3:2025

Information security, cybersecurity and privacy protection - 

Requirements for the competence of IT security conformance 

assessment body personnel - Part 3: Knowledge and skills 

requirements for evaluators and reviewers according to the 

ISO/IEC 15408 series and ISO/IEC 18045 (ISO/IEC 19896-3:2025)



92
EN ISO 20932-

3:2020/A1:2025

Textiles - Determination of the elasticity of fabrics - Part 3: 

Narrow fabrics - Amendment 1 (ISO 20932-3:2018/AMD 1:2025)

93 EN ISO 21180:2025
Light conveyor belts - Determination of the maximum tensile 

strength (ISO 21180:2025)

94 EN ISO 21181:2025
Light conveyor belts - Determination of the relaxed elastic 

modulus (ISO 21181:2025)

95 EN ISO 21182:2025
Light conveyor belts - Determination of the coefficient of friction 

(ISO 21182:2025)

96 EN ISO 21660-2:2025

Solid recovered fuels - Determination of moisture content using 

the oven dry method - Part 2: Determination of total moisture by 

a simplified method (ISO 21660-2:2025)
97 EN ISO 22300:2025 Security and resilience - Vocabulary (ISO 22300:2025)

98 EN ISO 24490:2025
Cryogenic vessels - Centrifugal pumps for cryogenic service (ISO 

24490:2025)

99
EN ISO/ASTM 

52940:2025

Additive manufacturing of ceramics - Feedstock materials - 

Characterization of ceramic slurry in vat photopolymerization 

(ISO/ASTM 52940:2025)

100
EN ISO/ASTM 

52967:2025

Additive manufacturing for aerospace - General principles - Part 

classifications for additive manufactured parts used in aviation 

(ISO/ASTM 52967:2024)


